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NORTHWEST LABORATORIES

of Seattle, Incorporated
ESTABLISHED 1896

Technical Services for: Industry, Commerce, Legal Profession & Insurance Industry

1630 FIRST AVENUE SOUTH ® SEATTLE, WASHINGTON 98134 . Telephone: (206) 622-0680

Report To: Alaskan Copper
Report On: Effluent

~\
Date: January 5, 1984 )
Lab No: E 29757

IDENTIFICATION:

Metro Monthly Sample "3600"

ANALYSIS:

pH

Cadmium, Cd«. =~
Chromium, Cr.
Copper, Cu
Nickel, Ni °
Silver, Ag
Zinc, In

0.1
- <0.02

e

e
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of Seattle,

| "/‘?LABORAT()RIES

Incorporated

Technical Services for: Industry, Commerce, Legal Profession & [nsurance Industry

1530 FIRST AVENUE SOUTH . SEATTLE, WASHINGTON 98134 L Telephone: (206) 622-0680

Report To: Alaskan Copper ; Date: February 8, 1984
Report On: Effluent Lab No: E 29968

IDENTIFICATION:

Metro sump sample (3600) January :
2/2/84 . ,

ANALYSIS:

Cadm1um, Cd A : , <Q.03 .
Chromium, Cr - L 2.8 o
Copper, cw 0
Moer o L 2

cjb

AKC-0015780
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"NORTHWEST LABORATORIES

of Seattle, Incorporated
ESTABLISHED 1896

Technical Services for: Industry, Commerce, Legal Profession & Insurance Industry

1630 FIRST AVENUE SOUTH ) SEATTLE, WASHINGTON 98134 . . Telephone: {206) 622-0680

Report To: Alaskan Copper Works Date: February 16, 1984
Report On: Effluent Water Lab No: E 30049
SUBMITTED:

Metro Monthly Sampgé‘(§20@)gdé" éry:;“#'

ANALYSIS:

pH

Cadmium, 'Cd

Chromium, Cr-
Copper, Cu
Nickel, Ni
Silver, Ag-
Lead, Pb
Zinc, In

cjb
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= LABORATO RIES

Incorporated

NORTHWEST |

of Seattle,

Technical Services for: /ndustry, Commerce, Legal Profession & Insurance Industry

1530 FIRST AVENUE SOUTH ] SEATTLE, WASHINGTON 98134 L Telephone: (206) 622-0680

Report To: Alaskan Copper Date: March 13, 1984
Report On: Effluent - SOy Lab No: E 30195

PO A1930 e S, |
IDENTIFICATION:

Metro sump samp]e
3200

February, 1984 5

ANALYSIS

pH

Cadmium, Cd- ..
Chromium, Cr
Copper, Cu
Nickel, Ni
Lead, \Pb
S11ver,
Zinc

KP

AKC-0015784
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NORTHWEST LABORATORIES

of Seattle, Incorporated
ESTABLISHED 1896

Technical Services for: Industry, Commerce, Legal Profession & Insurance Industry

15630 FIRST AVENUE SOUTH . SEATTLE, WASHINGTON 98134 ° Telephone: (206) 622-0680

Report To: Alaskan Copper & Brass Date: April 18, 1984
Report On: Acid Pickling Solution. , _Lab No.: E 30471
SUBMITTED:

3 Samples of Acid

IDENTIFICATION:

Sample #1 Nitric Solution 4/11/84 "619"
Sample #2 Nitric Solution 4/11/84 "3200"
Sample #3 Nitric Solution 4/11/84 "3600"

ANALYSIS:
| ,‘ ; “Sample #1 ~ Sample #2 Sample #3
Spgcifig Gfavfty ‘ ;
60 F/60°F o . 1.107 1.147 1.104
Acid (as nitric | S - -
acid), % 7.36 . 8.66 7.80

NORTHWEST LABORATORIES

KP

AKC-0015786



NORTHWEST LABORATORIES

of Seattle, Incorporated
ESTABLISHED 1896

Technical Services for: Industry, Commerce, Legal Profession & Insurance Industry

1630 FIRST AVENUE SOUTH . SEATTLE, WASHINGTON 98134 . Telephone: (206) 622-0680

Report To: Alaskan Copper Date: May 4, 1984
Report On: Effluent ; Lab No: E 30566
IDENTIFICATION:

Metro sump sample-
3600
April, 1984

ANALYSIS:
pH : 9.0
Cadmium, Cd | o <0.0
Chromium, Cr . 0.3
Copper, Cu 0.3
Nickel, Ni . ‘ ; : 0.2
Lead, Pb S ; <0.1
Silver, ‘Ag , ‘ - 0.0
Zinc, ZIn 0.7

NORTHWEST LABORATORIES

KP

AKC-0015787



NORTHWEST LABORATORIES

of Seattle, Incorporated
ESTABLISHED 1896

Technical Services for: Industry, Commerce, Legal Profession & Insurance Industry

1530 FIRST AVENUE SOUTH . SEATTLE, WASHINGTON 98134 . Telephone: (206) 622-0680

Report To: Alaskan Copper Date: June 28, 1984
Report On: Sludge PO No. 2504 ; Lab No: E 30666
SUBMITTED:

One Sample of sludge material

ANALYSIS:
pH - s 8.64
Physical State ; ' e STuppy oo
Density : El - 1.11g/ml
: : ‘ ‘ as received
Sulfur, S, % - 0.19
Water, % | ~ : o 77,31
Solids, % e .~ ~22.69
e Ma/Kg %
Iron, Fe, - ern 2.73
Calcium, Ca, L ~2097 . 0.21
Chromium, Cr - . T : 3577 0.36
Manganese, Mn, .- SR 798 0.08
Nickel, Ni, s : 4597 0.46
Copper, Cuy, - - = S 9683 0.97
Silicon, Si, : -3 0
Reactivity -- non-explosive and non-reactive when mortared, mixed with water, or
heated. S : : ' :
NORTHWEST LABORATORIES
KP

AKC-0015788



Laucks

Testing Laboratories, Inc.

940 South Harney Street, Seattle. Washingion 98108 (206) 767-5060

Certificate

Chemistry Microbiclogy. and Technical Services

CLIENT Alaskan Copper & Brass
3200-6th Ave. S.
Seattle, WA 98134
ATTN: Jim Brown

REPORT ON WATER

SAMPLE

IDENTIFICATION

Sample submitted 6—12-84

TESTS PERFORMED
AND RESULTS:

LABORATORY NO. 85 OOLI

DATE June 14, 1984

PO #A-2872

per million (mg/L)

Copper —

Nickel

Cadmium

Lead

Zinc
Key

L/ indicates ''less than'

3.0

Respectfully submitted,

Laucks Testing Laboratories, Inc.

J{ M. Owens

JMO:rtv

. This report is submitted for the exclusive use of the person, partnership, or corporation to whom it is addressed. Subsequent use of the name of this company or any
member of its staff in connection with the advertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
for the due performance of inspection and/or analysis in good faith and according to the rules of the trade and of science.
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